CONG HOA XA HOI CHU NGHIA VIET NAM
Péc ldp - Tw do - Hanh phuac

BAN TU CONG BO SAN PHAM
Sé: 03/SAPPOR0O/2018

I. Théng tin vé td chirc, ca nhan tw céng bé san phdm

Tén 6 chirc, ca nhan: CONG TY TNHH SAPPORO VIET NAM

Dia chi: KCN Viét Hoa- Birc Hoa 3, x& Birc Lap Ha, huyén Blec Hoa, tinh Long An, Viét Nam.
Dién thoai: +84-272-375-9901 Fax: +84-272-375-9906

E-mail: thu.nguyen@svl.com.vn

Ma sé doanh nghiép: 1100780718

Sé Gidy chirng nhan co s& da didu kign ATTP: 229/GCNATTP-SCT, do S& Cong thwong tinh Long An cép ngay
07/6/2017

II. Théng tin vé san pham

1. Tén san phadm: Thap bia Sapporo

2. Thanh phan: Nhea TRITAN va Nhwa ABS

3. Théi han st dung san phdm: Khéng ¢6 han sir dung.

4. Quy cach déng goi va chat liéu bao bi:

Quy cach déng géi: Péng theo tirng kign hang, mai thap bia dwoc dat trong tli nhwa va dat trong thung carton.
Chét liéu bao bi: Tui nhya va thung carton

5. Tén va dia chi co s& san xuat san pham:

San xuat tai: ASYTEC Dispensers Ltd.

Dia chi: N201 factory Ceng Gang Village - Heshun - LiShui Town - 528241 FOSHAN — CHINA.
Xuét x¢: Trung Quéc.

lll. Mau nhan san phdm (dinh kém méau nhén san phdm hodc mau nhan sén pham duw kién)
IV. Y&u cdu vé an toan thye phdm

T chirc, ca nhan san xuét, kinh doanh thuc pham dat yéu cau v& an toan thue pham theo:

- QCVN 12-1:2011/BYT: Quy chuén ky thuat qudc gia vé& an toan vé sinh dbi véi bao bl, dung cu bang nhira tbng hop
tiép xdc trwe tiép voi thiwe pham.

Chuing t8i xin cam két thire hign day di cac quy dinh clia phép luat v& an toan thirc pham va hoan toan chiu trach
nhiém v& tinh phap Iy clia hd so' céng bé va chét lwong, an toan thuc pham déi véi san phdm da cong bb /.

Long An, ngay 12 thdng 03 ndm 2018

O

Mvikio Masawaki
TONG GIAM POC



M4u nhin san phdm Thap bia Sapporo
(dinh kém v&i Ban Tw Céng bd san phdm s 03/SAPPOR0/2018)

1. Hinh anh san ph&m

2. Hinh anh bao bl ngoai

3. Nhan phu s&n ph&m

Tén hang héa: Thap bia Sapporo

Tén va dija chi cta té chire, ca nhan chiju trach nhiém vé hang héa:

Nha san xuét: ASYTEC Dispensers Ltd.

Dia chi: N201 factory Ceng Gang Village - Heshun - LiShui Town - 528241 FOSHAN — CHINA
Nha nhap khu: Cang ty TNHH Sapporo Viét Nam

Dia chi: KCN Viét Hoa — Birc Hoa 3, Xa Birc Lap Ha, Huyén Blrc Hoa, Tinh Long An, Viét Nam
Xuét x¢ hang héa: Trung Quéc

Thanh phan: Nhwa TRITAN va Nhira ABS

Hwéng dan st dung, huéng dan bao quan: Bao quan noi khé rao

Mikio Masawa}a
TONG GIAM POC
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N TRUNG TAM KY THUAT TIEU CHUAN PO LUGNG CHAT LUQNG 3
QUATEST - g QUALITY ASSURANCE & TESTING CENTER 3

kr3-00080aE08 | PHIEU KET QUA THU NGHIEM 19/01/2018
TEST REPORT Page 01/05

1. Tén mau :  THAP BIA SAPPORO
Name of sample BO PHU TUNG THAP BIA SAPPORO, THAN THAP CHUA BIA, VO
THAP BIA , ONG CHUA PA, NAP, VOI
2. S6 lwong miu : 01
Quantity
3. M6 ta mau : Mau thit nghiém do khach hang 14y mAu, tén mAu va thong tin vé mAu do
Description khach hang cung cap. / Testing sample was sampled by customer, sample

name and sample information were supplied by customer.
01 thap nhya nip mau x4m

Thong tin vé tiép xic thuc phdm/ Food contact information
Loai thuc phiny/ Food type: bia/ beer

4. Ngay nhin miu . 05/01/2018
Date of receiving
5. Noi giri mAu : CONG TY TNHH SAPPORO VIET NAM
Customer KCN Vi¢t Hoa — Dirc Hoa 3, Xa Die Lip Ha, Dirc Hoa, Long An
CHUNG THUC BAN SAO
6. Thii gian thir nghiém :  06/01/2018 — 19/01/2018 PUNG VGI BAN CHINH

Quyéns6: 03 9018 - SCT/BS

Test period 56 fmF -

R G vasg,

7. Két qua thi nghiém : Xem trang 02/05 — 05/05
Test result See page

P.TRUONG PTN HANG TIEU DUNG
FOR HEAD OF CONSUMER
PRODUCTS TESTING LABORATORY
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| Head Office: 49 Pasteur. Q1. Hd Chi Minh City. \'IET NAM Tel: (84-28) 282

1. Cic két qui thir nghiém ghi trong thlLII nity chi c6 gid tri doi vai miu do khich hiing gii dén/ Test results are valid for the ne il oIy submitted sample(s) only,
2. Khong duge trich sao mm phin plmu két quit lhu’nﬁhlc m nity néu khong ¢é s déng y bing vin bm cua Trung thm Ky thuit 3

N, T »
This T st Report shall not be reproduced, except in fill, withour the written uppmuu‘ of Quatest 3 Not applicable
3. Tén miu, tén khich hiing duge ghi theo yéu ciiu clia noi gli mid lul Name of sample and customer are writlen as customer's request.
4. Bd khong dim bdo do mdmn ude lidng due tinh véi k= mu‘ tin ciiy 95 %. Khdch hang ¢6 thé lién hL 1hu dja chi dudi &€ biét thém lhon E]ll

Exstime mf pande, .Fuzuuwn of measuremeny with k = 2 1U % ;Juz[\ 1. Please T Quatest 3 at the below address for further infi i H .

N/A: khéng dp dung.

1274 Fn\.:n\l 28) \“9 3012 Website: www .quatestd.con.yvn
Testine: 7 Road 1. Rién Haa | Industrial Zone. Done Nai Tel: (84-251) 3836212 Fax: (84-251) 3836298 E-mail: tn-cskh@quatestd.com.vn
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PHAN NAP, VOI oy cuih oLt B
h‘fg %\ Ket qua
A 1A Donvi | Phuong pha ) thir
Ten chi tl.eu. tinh th%rp ° requ 0 : nghiém
Characteristic Unit Test method | ment (¥) limit Test
detection |  resylt
7.1 Dinh danh nhwa / Identification of ASTM E 1252 - Poly
polymer - 98 styrene
THU VAT LIEU/ MATERIAL TEST
7.2 Ham lugng chi/ Lead content pngle | QCVN12-1: <100 5,0 | KPH/ND
2011/BYT
7.3 Ham lugng cadimi/ Cadmium content ngle QCVN 12-1: <100 5,0 | KPH/ND
2011/BYT
7.4 Tbng ham luong cic chét bay hoi / mg/g | QCVN12-1: <5 1,0 | KPH/ND
Volatile substances content : styrene + 2011/BYT
toluene + ethylbenzene +
isopropylbenzene + n-propyl benzene
7.5 Tbng ham hrgng céc chét bay hoi / mg/g | QCVN12-1: | <2 (*) - N/A
Volatile substances content : styrene + 2011/BYT
toluene + ethylbenzene +
isopropylbenzene + n-propyl benzene
« Styrene <1(¥%) - N/A
o Ethylbenzene <1(*%) - N/A
THU NGAM THOI NHIEM/ ELUTION
TEST
7.6 Kim loat niing (quy ra chi) trong pg/mi, | QCVN 12-1: <1 - <1
acetic acid 4% (v/v) sau 30 phit & 60 2011/BYT
°C/ Heavy metals in 4% acetic acid
(v/v) after 30 min ar 60 °C,
7.7 Lugng KMnOjy sir dung trong nudc sau | pg/ml. | QCVN12-1: <10 1,0 | KPH/ND
30 phit & 60 °C/ KMnOy consumption 2011/BYT
in water after 30 min at 60 °C,
7.8 Ham lugng cin khd / Evaporation QCVN 12-1:
residue, 2011/BYT
e Trong heptan sau 60 phiit & 25 °C/ | ug/mL <240 - N/A
In heptan) after 60 min at 25 °C
o Trong ethanol 20 % (v/v) sau 30 pg/mL <30 5,0 | KPH/ND
phuit & 60 °C/ In 20 % ethanol
(v/v) after 30 min ar 60 °C
o Trong nude san 30 phiit ¢ 60 °C/ | pg/mL <30 5,0 | KPH/ND
In Water after 30 min at 60 °C,
o Trong acetic acid 4% (v/v) sau 30 | pg/mL <30 - N/A
phit & 60 °C/ In 4% acetic acid
(v/v} after 30 min at 60 °C,

TRUNG TAM KY THUAT TIEY CHURN DO LUGNG CHAT LUONG 3
QUALITY ASGURANCE & TESTING CENTER §

@EEE E% ‘Eggg %@‘ Head Office; 44 Pasteur. O 1O Chi Minh City. VIETNAM  Tel iB4-281 3329 4278 Fan 8281 3820 3012 wesw quatest deoman
Testing 7 Road 1, Bics Hoa | Industrial Zone. Dng Na Tel, 3230 336212 Faxs 88251 3836208 mecshhd guntestdcoman
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o Pon vi | Phuong phép REHAN DidTH § Két (El‘ua
Tén chi tidu o ther thir
Characteristic ! ) nghiém
Unit Test method ment () | Test result
7.9 Dinh danh nhua/ Identification of ASTME - - Polyalkyl
polymer 1252 - 98 tere
phthalate
()
THU VAT LIEU/ MATERIAL TEST
7.10 Ham huong chi/ Lead content pngle | QCVNI12-1:{ <100 50 | KPH/ND
2011/BYT
7.11 Ham luong cadimi/ Cadmium content | wpglg | QCVN12-1:| <100 50 {KPH/ND
' 2011/BYT
THU NGAM THOI NHIEM/ ELUTION
TEST
7.12 Kim loai néng (quy ra chi) trong pug/ml. | QCVN 12-1: <1 - <1
acetic acid 4% (v/#) sau 30 phiit & 60 2011/BYT
°C/ Heavy metals in 4% acetic acid
(v/v) after 30 min at 60 °C,
7.13 Luong KMnQy st dung trong nude pg/ml | QCVN 12-1: <10 L0 KPH/ND
sau 30 phiit & 60 °C/ KMnO, 2011/BYT
consumption in water after 30 min at
60 °C,
7.14 Ham lvong antimon trong acetic acid | pg/mlL | QCVN 12-1: | <005 0,02 | KPH/ND
4 96 (v/v) sau 30 phuit & 60 °C/ 2011/BYT
Antimony content in 4% acetic acid
(v/v) after 30 min at 60 °C,
7.15 Ham lirong germany trong acetic acid | pg/mL | QCVN 12-1: <0,1 0,02 | KPH/ND
4% (v/v) sau 30 phut & 60 °C/ 2011/BYT
Germanium content in 4% acetic acid
(v/v) after 30 min at 60 °C,
7.16 Ham lugng cén kho / Evaporation QCVN 12-1:
residue, 2011/BYT
« Trongheptan sau 60 phtt & 25 ng/ml <30 - N/A
°C/ In heptan) after 60 min at 25
°C
o Trong ethanol 20 % (v/v) sau30 | pug/mL <30 5,0 | KPH/ND
phiit & 60 °C/ In 20 % ethanol
(v/v) after 30 min at 60 °C
» Trongnuwdce sau 30 phit & 60 °C/ | ng/ml <30 5,0 | KPH/ND
In water after 30 min at 60 °C,
o Trong acetic acid 4% (v/v) sau Hg/mL <30 - N/A
30 phit & 60 °C/ In 4% acetic
acid (v/v) after 30 min ar 60 °C,

TRUNG TAM KV THUAT TIEU CHUAN PO LUGNG CHAT LUCNG 3
QUALITY ASSURANGE & TESTING CENTER 3
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phit & 60 °C/ In 4% acetic acid
(v/v) after 30 min at 60 °C,

e et Két qua
Tén chi tiéu Pon.vi | Phuong phap 2 Hﬁigﬁig thr
o tinh thir requny] : nghiém
Characteristic Unit Test method ment (*) Limit Test result
detection
7.17DPinh danh nhwa / Identification of ASTME - Poly
polymer 1252 - 98 carbonate
THU VAT LIEU/ MATERIAL TEST
7.18Ham luong chl/ Lead content ng/g | QCVN12-1:1 <100 50 | KPH/ND
2011/BYT
7.19Ham luong cadimi/ Cadmium content uglg | QCVN12-1:| <100 50 | KPH/ND
2011/BYT
7.20Ham hrong bis-phenol A (bao gdm pg/lg | QCVYN12-1:| <3500 100 KPH/ND
phenol va p-t butylphenol)/ Bis- 2011/BYT
phenol A content (including Phenol
and p-t butylphenol)
7.21Ham luong diphenyl carbonat / ugle | QCVN12-1:| <500 100 KPH/ND
Diphenyl carbonate content 2011/BYT
7.22 am luong cdc amin (triethylamin va glg | QCVYN12-1: <1 0,2 | KPH/ND
tributylamin) / Amines (triethylamine 2011/BYT
and tributylamine) content
THU NGAM THOI NHIEM/ ELUTION
TEST
7.23Kim loai ning (quy ra chi) trong ug/mlL | QCVN 12-1: <1 - <1
acetic acid 4% (v/v) sau 30 phiit & 60 2011/BYT
°C/ Heavy metals in 4% acetic acid
(v/v) after 30 min at 60 °C,
7.24Lugng KMnO, st dung trong nudc ug/ml | QCVN 12-1: <10 1,0 | KPH/ND
sau 30 phit & 60 °C/ KMnO4 2011/BYT
consumption in water after 30 min at
60 °C,
7.25Ham luong bis-phenol A (bao gém QCVN 12-1:
phenol va p-t butylphenol)/ Bis- 2011/BYT
phenol A content (including Phenol
and p-t butylphenol),
« Trong heptan sau 60 phit ¢ 25 °C/ | pg/mL <25 - N/A
In heptan) after 60 min at 25 °C
o Trong ethanol 20 % (v/v) sau 30 ug/mL <25 0,5 | KPH/ND
phiit & 60 °C/ In 20 % ethanol
(v/v) after 3G min at 60 °C
e Trong nuSc sau 30 phdt & 60 °C/ | pg/mL <25 0,5 | KPH/ND
In water after 30 min at 60 °C,
o Trong acetic acid 4% (v/v) sau 30 | pg/mL <25 - N/A
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TRUNG TAM KY THUAT TIEU CHUAN BO LUONG CHAT LUGNG 3
QUALITY ASSURANCE & TESTING CENTER 3
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Ten chi tl‘eu' tinh th%’xp ’ require i nghiém
Characteristic Unit Test method | ment (%) Limit Test
detection |  yesult
7.26Ham lugng cédn khé / Evaporation QCVN 12-1:
residue, 2011/BYT
» Trong heptan sau 60 phit ¢ 25 °C/ | pg/ml. <30 - N/A
In heptan) after 60 min at 25 °C
o Trong ethanol 20 % (v/v) sau 30 pug/ml. <30 5,0 | KPH/ND
phiit & 60 °C/ In 20 % ethanol
(v/v} after 30 min at 60 °C
¢ Trong nude sau 30 phiit & 60 °C/ ug/ml <30 5,0 { KPH/ND
In water after 30 min at 60 °C,
» Trong acetic acid 4% (v/v) sau 30 | pg/mL <30 - N/A
phut & 60 °C/ In 4% acetic acid
{v/v) after 30 min at 60 °C,

Ghi chii/ Note:  Céc két qua thir nghiém ghi trong phiéu niy chi c6 gid tri d6i voi miu do khéch hing
guri d8n/ Test results are valid for the namely submitted sample only.

(#) - Theo yéu cau k§ thuat cia QCVN 12-1: 2011/BYT / According to Technical
specification of QCVN 12-1: 2011/BYT

(**) Chi 4p dung d6i v&i mAu vat lidu [a polystyrene truong né va sir dung tiép xic
véi nuoe séi/ Applicable only for expanded polystyrene (foam) of used to boiling
water.

(*#*} Polyethyleneterephthalate thudc nhém polyalkylterephthalate.

KPH/ND : Khong phat hién/ Not detected  (N/A) - Khong ap dung / Not applicable
K&t qua thir nghiém ctia mAu nhan thir phit hop voi yeu chu ky thudt cia

QCVN 12-1: 2011/BYT "Quy chuan k¥ thuat quoc gia vé vé sinh an toin dbi véi bao
bi, dung cu bang nhwa tdng hop tiép xiic trwe tidp v6i thue phAm"/ The test results of
the submitted sample were found satisfy the technical specification of QCVN 12-1:
2011/BYT "National technical regulation on safety and hygiene for synthetic resin
implement, container and packaging in direct contact with foods

- ""5: & :VQ,E :é\)‘eﬁ‘"

o

Nhan xét/
Comment:

i

TRUNG TAM KV THUAT TIEU CHUAN DO LUGNG CHAT LUGNG 3
GUALITY ASSURANCE & TESTING CENTER 3

49 Pasteur, QF - HS Chi Mink City, VIET NAM
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